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FIGURE

COATING WEIGHT VS p!_ (I:_O3)
2219-T87 ALLOY - ETCHED SURFACE

COATING SOLUTION - 5 g/l CrO3,

1 g/l K3Fe(CN) 6, 1.35 g/l Na2SiF 6

3 MINUTES AT 85_F
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FIGURE
COATING WEIGHT VS CONCENTRATION

2219-T87 ALLOY - MACHINED SURFACE
IRIDITE 14-2 AT 85"F
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FIGURE _7
COATING WEIGHT VS TIME

2219-T87 ALLOY - MACHINED SURFACE

IRIDITE 14-2 AT 85°F
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i FIGURE 8

! 22_9OAT_NGA_IO GHT _CH'_I_PED sRAT_REAcE

% IRIDITE 14-2 FOR 3 MINUTES
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